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Stain Resistance Test

1. Test Method

1.1. Test Standard: ANSI Z.124

1.2. Test Condition
- 16 hours exposure to Black Crayon, Black Liquid Shoe Polish, Blue Washable Ink,
Lipstick, Hair Dye, lodine(1%), Gentian Violet Solution, Beet Juice, Grape Juice, Tea

1.3. Pass Criterion

- Maximum Pass Stain Resistance Rating: 50

2. Test Result

- Total Stain Resistance Rating: 37 (PASS)

Reagent Exp.osure Fovered ' U?covered.
Time Specimen Rating Specimen Rating
Black Crayon 16 hrs 2 2
Black Liquid Shoe Polish 16 hrs 1 1
Blue Washable Ink 16 hrs 1 3
Lipstick 16 hrs 3 3
Hair Dye 16 hrs 3 3
lodine (1%) 16 hrs 1 2
Gentian Violet Solution 16 hrs 3 3
Beet Juice 16 hrs 1 1
Grape Juice 16 hrs 1 1
Tea (Liquid from bag) 16 hrs 1 1
Total Each Section 17 20
Total Stain Resistance Rating 37

The information contained herein is provided by Jin Gwang Industries Co., Ltd. for information purposes only and should
be used by individuals with technical experience and knowledge in the area. Jin Gwang Industries Co., Ltd. does not make
any representation or warranties of the usefulness or expected result of the information, and does not assume any
responsibility whatsoever related to the use of the information. Exclusion of the implied warranties may not apply in certain

jurisdictions.
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